COMPONENTE: LOTTO: MATERIALE FORNITORE CERTIFICATO COLATA
VESSEL PART: LOT: MATERIAL SUPPLIER CERTIFICATE HEAT
COPERCHIO AISI 304L OIKI E06514 |

a4
COVER 3008 1.4307 4133/ 2021 56 2020 3357 20002 ¥200623E07
BAHRU
(Pty) Lid & e o
STAINLESS INSPECTION CERTIFICATE
Y & 5, 0 N
Subsidiary of £y O TIFICADO DE INSPECCION 3.1
ACERINOX, SA. | 33 mmm’ CERTIFIC
T g e % /
RS M| Ty memieasay | ACCORDINGTO. EN 10204 CERTIFICATEN® 562020 3357 20002*
CUSTOMER OUR ORDER N° YOUR ORDER N°
CLIENTE H/PEDIDO 5/ PEDIDO
OIKI ACCIAI INOSSIDABILI SPA SE 3826 186
VIA PARADIGNA 95A TRADE MARK INSPECTOR'S STAMP STEELMAKING PROCESS
SELLO DEL FABRICANTE BAHRL SELLO DEL INSPECTOR PROCESO DE ACERTA
STAINLESS
A.0.D.
REQUIREMENTS INTERGRANULAR CORROSION GRADE FINISH
NORMAS APLICABLES CORROSION INTERGRANULAR MATERIAL ACABADO
EN 10088-2-2014 Acx 161 1.4301/1.4307 | nyO2B
EN 10028-7-2016/AD WO/TRD 100/AD2000 W2/W10/PED 2014/68/EU Acx 151 1.4301/1.4307 | NO2B
ASTM A240 / A240M-16A/BPVC IIA ASME SA240/SA240M-2017 Acx 151 | 304/304L NO2B
DIMENSIONS {mm)
DIMENSIONES
COIL/BOX CONTENT THICKNESS WIDTH LENGTH MARKS | QUANTITY |TESTN®
BOBINA / CAJA CONTENLIDO ESPESCR ANCHO LARGO MARCA CANTIDAD PROBETA
BPS2J3 2806 EQ08143 7C 1,000 1500,00 15 1| E008143 7C C/F
CHEMICAL ANALYSIS/ COMPOSICION QUIMICA (%)
HEAT N° c ler N N m P s s
E06514 | Y200623E07 0,022| 18,200/ 1,380/ 0,050 8,000/ 0,031 0,002| 0,380
MECHANICAL PROPERTIES/CARACTERISTICAS MECANICAS .
TEST N° #RosE [ R, Rp0.2 |Rp10 |A50 ABD HRB A262-E | 1536512
PromTA § E|MPa  |MPa _ [MPa  |% % HRBW
EQ08143 7C C|T| 673,00 359,00 462,00 54,00 53,00 86,00
E008143 7C FIT 86,00
SURFACE AND DIMENSIONAL CONTROL
R E M A R K S ’ OBSERVACIONES INSPECCION SUPERFICIAL Y DIMENSIONAL o
This material meets the Hardness requirement of NACE
MRO175 /1SO 15156-3 : 2015 & NACE MR0103 / ISO 17945 : 2015
SATISFACTORY
SATISFACTORIA
WORK INSPECTOR
Pasir Gudang, 23 Octubre 2020

FDT0009
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INSPECTION CERTIFICATE

CERTIFICADO DE INSPECCION

ACCORDING TO EN 10204

SEGON

CERTIFICATE N°

CERTIFICADO N®

3.1

56 2020 3357 20001Y

CUSTOMER OUR ORDER N° YOUR ORDER N°
CLIENTE N/PEDIDO §/PEDIDO
OIKI ACCIAI INOSSIDABILI SPA SE 3826 186
VIA PARADIGNA 95 A TRADE MARK INSPECTOR'S STAMP STEELMAKING PROCESS
SBLLO DEL FABRICANTE SELLO DEL INSPECTOR PROCESO DE ACERTA
A.0.D.
REQUIREMENTS INTERGRANULAR CORROSION GRADE FINISH
MNORMAS APLICABLES CORROSION INTERGRANULAR MATERIAL ACABADO
EN 10088-4-2009 Acx 151 | 1.4301/1.4307 | NO2B
DIMENSIONS (mm)
DIMENSIONES
COIL/BOX CONTENT THICKNESS WIDTH LENGTH MARKS | QUANTITY |TESTN°
BOBINA [/ CAJA CONTENIDO ESPESCR ANCHO TARGO MARCA CANTIDAD PROBETA
BPS2J3 2806 E008143 7C 1,000 1500,00 15 1|{EQ008143 7C CI/F
CHEMICAL ANALYSIS/ COMPOSICION QUIMICA (%)
HEATN® C CR |[MN |N NI P s st
REQUIREMENTS 18,000 8,000
REQUISITOS 0,030/ 19,500 2000| 0,100] 10,500| 0,045| 0,015] 0,750
E06514 | Y200623E07 0,022{ 18,200 1,380 0,050 8,000/ 0,031 0,002, 0,380
MECHANICAL PROPERTIES/CARACTERISTICAS MECANICAS
TEST N° PROBE | Rm. Rp 0.2 Rp1.0 |AS50 A80 HRB A262-E |1S3651-2
PROBETA 5 E| MPa MPa MPa % % HRBW
REQUIREMENTS 540,00 | 230,00 260,00 40,00 45,00
REQUISITOS 700,00 92,00
E008143 7C C|T| 673,00 359,00( 462,00 54,00 53,00 86,00 .
E008143 7C FIT 86,00
SURFACE AND DIMENSIONAL CONTROL
R E M A R K S I OBSERVACIONES INSPECCION SUPERFICIAL ¥ DIMENSIOMAL
This material meets the Hardness requirement of NACE
MRO175 /180 15156-3 : 2015 & NACE MR0103/1SO 17945 : 2015
SATISFACTORY
SATISFACTORIA
WORK INSPECTOR
INSPECTOR
Pasir Gudang, 23 Octubre 2020

FDTO040




